. Weatherboards must be

coated with at least one coat
all sides prior to fixing.

. Fixing points must be
pre-drilled minimum 1mm
smaller than the fastener.

. Cut ends and exposed timber

must be sealed with an
approved coating or end seal.
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Packer battens temporarily fixed
to wall framing (Weatherboard fixing
used to permanently fix the batten)

Nail on an upward angle
o Fixing to be
10mm max. above top of lower board
% (42mm max from bottom of board)
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